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AbSTRAcT • The structure of xylite as lithotype of lignite indicates that it predominately originates from tree 
stems, from the family Taxodiaceae or Cupressaceae. Despite drastic changes in the long term process of its trans-
formation, it retains some relevant properties of wood, nowadays applicable for specific products. The research 
examined the influence of moisture content and temperature on modulus of elasticity (MOE) and modulus of rup-
ture (MOR) as well as shear strength and hardness. With decreasing of moisture content, the bending strength and 
stiffness of xylite increased and was best fitted by power regression model. The increasing of testing temperature 
from 20 °C to 80 °C had negative effect on stiffness and bending strength of xylite. The hardness was positively 
correlated with density of xylite, whereas shear strength had the opposite tendency. 

Keywords: xylite, moisture content, modulus of elasticity, modulus of rupture, shear strength, hardness

Sažetak • Građa ksilita, litotipa lignita, pokazuje da on većinom potječe iz stabala porodica Taxodiaceae i 
Cupressaceae. Usprkos drastičnim promjenama u dugotrajnim geološkim procesima transformacije, ksilit je za-
držao neka važna svojstva drva. U istraživanju je ispitivan utjecaj sadržaja vode i temperature ksilita na njegov 
modul elastičnosti i modul loma pri savijanju, kao i na smicajnu čvrstoću te na tvrdoću. Sa smanjivanjem sadržaja 
vode u ksilitu posmična čvrstoća i modul elastičnosti poboljšavaju se. Ovisnost najbolje opisuje potencijski regre-
sijski model. Podizanje temperature s 20 na 80 °C negativno je utjecalo na modul elastičnosti i čvrstoću savijanja 
ksilita. Tvrdoća ksilita bila je u pozitivnoj korelaciji s gustoćom, a modul lomsmicajna čvrstoća se s povećanjem 
gustoće smanjila.

Ključne riječi: ksilit, sadržaj vode, modul elastičnosti, modul loma pri savijanju, smicajna čvrstoća, tvrdoća
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1  INTRODUCTION
1.  UVOD

Xyilite is a lithotype of lignite, also known as xy-
loid lignite or fossil wood, mined in various parts of 
Europe, United States, India and Australia. In Slovenia 
lignite is found in the Velenje basin, which is tectoni-
cally controlled intermountain basin filled by a succes-
sion of Pliocene and Plio-Quarternary sediments more 
than 1000 m thick (Markič and Sachenhofer, 2010). 
The lower part of swamp should be covered with grass 
like vegetation, surrounded by bushes and than by 
higher woody plants and trees. Vegetation (plants) cov-
ered with water should be subject to gradual but strong 
diagenetic and epigenetic changes reflected by a strong 
petrological heterogeneity as well as highly variable 
geotechnical properties and behavior in different un-
derground coal layers (Brezigar, 1985/86). The Velenje 
seam formed during the transition from the fluvial to 
lacustrine one. Petrographical investigations confirmed 
a zonation of lignite, changing from xylite rich layer 
characteristic for the outer and lower part of the lignite 
seam, to fine detrital layer predominating in the inner 
and upper part of the seam. Galaficational basis with-
out distinctive structure (derit) prevails with approxi-
mately 60 %, the content of wood tissue with recogniz-
able cellular xylem structure (tekstit) amounts to 40 % 
and there is a small amount of fizit (Drovenik, 1982; 
Justin and Markič, 2005).The form and structure of xy-
lite indicate that it originates from tree stems. The in-
vestigation revealed that xylite mainly consists of tra-
heids and contains uniseriate and homocellulare rays, 
taxodioid like cross-field pits, and abundant axial pa-
renchyma with inclusion. Axial or radial resin channels 
were not observed (Gorišek et al., 2012). The observed 
features are typical of conifers of the family Taxodi-
aceae (e.g. genera Taxodium, Sequoia, Sequoiaden-
dron) and Cupressaceae (e.g. genera Juniperus, Cha-
meacyparis, Cupressus). 

The structure of wood underwent considerable 
changes during the long term process of conversion 
from wood to xylite due to biochemical, geochemical 
and geological factors as well as carbonization (dura-
tion approx. 2 million years). The conversion of wood 
components is strongly influenced by environmental 
conditions. Submersion and underground embedding 
initiate very slow process of fossilization (Fengel, 
1991) and solid state 13C nuclear magnetic resonance 
and microscopic analysis showed good preservation of 
the cellulose structure so that fossil cellulose could not 
be degraded by cellulases and anaerobic microorgan-
isms usually involved in the biodegradation of organic 
substances (Lechien at al., 2006). The most distinctive 
chemical changes are identified as gradual hydrolyza-
tion or otherwise degradation of carbohydrates, while 
lignin structure remains more or less stable, and conse-
quently its relative proportion increased (Hatcher et 
al., 1981; Hatcher et al., 1982; Drobnjak and Mastal-
erz, 2006). The polyoses are continuously degraded as 
acidic groups split off and cause an in-situ acid hydro-
lyses (Fengel, 1991). Changes of lignin molecules are 

held in interdependent reactions of oxidation, demety-
lation, loss of hydroxyl groups and condensation, 
which lead to more condensed structures (Fengel, 
1991, Crook et al. 1965). 

Chemical changes with interaction of mechanical 
stress resulted in deformity of individual cells, tissues 
or whole pieces of plants. High compressive forces act-
ing in radial and tangential directions resulted in com-
pletely collapsed early wood cells. Latewood cells, 
which had thicker and more rigid cell walls, were less 
damaged. Due to collapse of cell walls into lumina, the 
density of xylite is high (the oven dry density of xylite 
was 1216 kg/m3, whereas the basic density was only 
873 kg/m3, due to large volumetric shrinkage) but the 
capillary structure and hygroscopic characteristic of 
wood are preserved (Gorišek et al., 2012). 

The appearance of xylite resembles that of pre-
cious wood species with dark heartwood and when it 
does not contain great amounts of mineral inclusions, it 
can be processed with wood working machines. Espe-
cially when polished, it often shows recognizable 
structure of wood and its color looks like wood species 
with dark colored heartwood, such as wenge (Milletia-
laurentii) or ebony (Dyospiros sp.).

Xylite remains hygroscopic; therefore it should 
be dried to the appropriate moisture content, which can 
ensure dimensional stability during use (Gorišek et al. 
2012). Consequently, with varying moisture, adequate 
changes of mechanical properties can be expected.  

The present study is focused on determination of 
some basic and processing-relevant mechanical prop-
erties of xylite, and on possible use of xylite as a sub-
stitute for valuable, tropical wood species. Due to its 
high sorption capacity, the influence of temperature 
and moisture content on examined mechanical proper-
ties of xylite is studied.

2  MATERIAL AND METHODS
2.  MATERIJAL I METODE

The xylite for the experiment originates from the 
Velenje basin in Slovenia. Individual pieces were se-
lected from the regular production line of lignite mine. 
Since xylite is petrographic strongly heterogeneous 
with a large variation of geotechnical properties, our 
sampling was based on visual assessment of material 
by selecting the xylite with the best preserved wood 
structures. We cut out all mineral inclusions and kept 
the most conserved material with recognizable struc-
ture of wood, which allowed us to make quite well xy-
lotomic oriented slices without visible growth features 
of injury incurred during xylite formation. 

The mechanical properties were tested at two 
temperature levels (T1 = 20 °C and T2 = 80 °C); first in 
green state, immediately after cutting the specimens 
from the xylite blocks, and then after equilibrating at 
four different relative humidities (RH) achieved in 
thermostatically controlled chambers with the saturat-
ed salt solutions (RH1 = 34 % (MgCl2), RH2 = 65 % 
(NaNO2), RH3 = 75 % (NaCl) and RH4 = 87 % (ZnSO4)).
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To determine the modulus of elasticity (MOE), 
standard 3-point static bending test was used (EN 310). 
As the cross section of all samples was not identical, it 
varied namely between 6 by 15 mm to 10 by 25 mm (h 
by b), it was attempted to avoid the shear contribution 
at selected samples with the constant span to thickness 
ratio of 17. The bending modulus of elasticity was ob-
tained as: 

y
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D
D

⋅
⋅⋅

= 3

3

4  
                                                   (1)

where l is the distance between the supports, b and h 
are the width and thickness of the sample, ΔF is the 
load increment and Δy is deflection increment corre-
sponding to the load increase ΔF.
With determination of the ultimate load (Fmax) at fail-
ure, the bending strength, i.e. modulus of rupture 
(MOR) was evaluate as: 
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Shear test parallel to the grain was carried out on 
a 20 mm cube using the Zwick-Roell Z100 universal 
testing machine. The cube was loaded at a rate of 2 
mm/min. The tests were made on parallel specimens in 
the radial and tangential planes. The shear or rigidity 
modulus (G) was estimated within the elastic range on 
stress-strain diagram, whereas the shear strength (t) 
was calculated at ultimate load of rupture. 

Hardness (HB) of xylite was determinate by a 
standard test method according to EN 1534. The pen-
etration depth (h) of iron sphere (D = 10 mm) was used 
in calculations at load F = 1000 N to determine the 
Brinell hardness of xylite by Eq. 3.

)(4(
2

2 hDhDDD
FHB

−⋅⋅−−⋅⋅

⋅
=

π
                 (3)

3  RESUL TS AND DISCUSSION
3.  REZULTATI I RASPRAVA

The long-term influence of various bio-geo-
chemical factors of xylite development results in con-
siderable changes not only of structure but also of me-
chanical properties of xylite. Despite the long process, 
the investigated mechanical properties of xylite re-
mained close to the values of original wood species 
(the family Taxodiceae or Cupressaceae), but it cannot 
be related to the woods with similar density (c.f. ebony 
or wenge). Comparable values of mechanical proper-
ties of fossil conifers resulted in well preserved cell 
wall structure especially with still well organized cel-
lulose. Due to its crystalline order, cellulose resists hy-
drolysis for a long time and slowly degradation is ob-
served in samples with ages up to 1 million years 
(Fengel, 1991). It seems that continuous degradation of 
polyoses has minor effect on the strength of xylite. Vis-
ible changes of aging and fossilization are recognized 
in specific fracture, which is instantaneous and more 
brittle.  

The mechanical properties of xylite varied with 
moisture content, as well as with the testing tempera-
ture. The influence of temperature on mechanical prop-
erties of xylite is more pronounced in determination of 
stiffness, and less in determination of strength proper-
ties (Tab. 1). The most distinctive reduction of stiffness 
and bending strength of xylite with increased testing 
temperature, with the ratio around 2.1 (between MOE 
at 20 °C and 80 °C) and 1.4 (for MOR at the same tem-
perature interval), was perceived at about 14 % MC, 
which was the average equilibrium moisture content 
(EMC) of xylite at normal climate (20 °C / 65 %).

Based on data from the literature (Dinwoodie, 
2000), linear dependence of strength from temperature 
changes was assumed within the investigated tempera-
ture range. 

Similarly as wood, the marked increase in 
strength upon drying from the fiber saturation point to 
lower MC was determined for xylite, while the amount 
of free water filling the capillaries in elements did not 

Table 1 Influence of moisture content (MC) and temperature (T) on modulus of elasticity (MOE) and modulus of rupture of 
xylite (MOR). 
Tablica 1. Utjecaj sadržaja vode u drvu (MC) i temperature (T) na modul elastičnosti (MOE) i na modul loma pri savijanju 
ksilita (MOR)

temperature / Temperatura
T = 20 °C

temperature / Temperatura
T = 80 °C

Moisture content
Sadržaj vode

MC, %

Modulus of 
elasticity

Modul elastičnosti 
MOE, GPa

Modulus of 
rupture

Modul loma pri 
savijanju

MOR, MPa

Moisture content
Sadržaj vode

MC, %

Modulus of 
elasticity

Modul elastičnosti 
MOE, GPa

Modulus of 
rupture

Modul loma pri 
savijanju

MOR, MPa
41.0 5070 35.5 40.5 4232 29.0

26.2 6604 57.5 26.5 4646 43.9

18.9 10148 76.6 19.1 5911 58.4

13.9 11868 96.8 14.2 5743 69.5

6.3 13758 148.7 6.0 13232 135.9

HB
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affect stiffness and strength above FSP, which was 36.0 
% (Gorišek et al., 2012). As known, the increase is 
even more significant for wood. The MOE of dried xy-
lite at room temperature was 2.7 times greater than in 
the fresh state. The difference is greater at higher tem-
perature (80 °C), where the ratio is 3.1. An even more 
pronounced difference is observed when comparing 
the MOR of raw and dried samples. The phenomena 
can be ascribed to very high hygroscopic potential of 

xylite (Gorišek et al., 2012), where a large amount of 
water may reduce the cohesion and strength of the ma-
terial with high MC. In fresh condition the MOR is 4- 
to 5-times lower than in the driest state. All dependen-
cies of MOR and MOE on MC within the examined 
range can be successfully fitted into power regression 
model with high determination coefficient (Fig. 1 and 
Fig. 2).

Figure 1 Influence of moisture content (MC) on modulus of rupture (MOR) at 20 °C (♦) and 
80 °C (•). 
Slika 1. Utjecaj sadržaja vode u drvu na modul loma pri savijanju pri temperaturi 20 °C (♦) i 
80 °C (•)

Figure 2 Influence of moisture content (MC) on modulus of elasticity (MOE) at 20 °C (♦) and 
80 °C (•) 
Slika 2. Utjecaj sadržaja vode u drvu na modul elastičnosti pri savijanju uz temperaturu 
20 °C (♦) i 80 °C (•)
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The high values of shear strength of xylite, com-
pared to similarly dense and structurally alike current 
wood species were in some way unexpected (Tab. 2), 
so that great variability need to be considered (Din-
woodie, 2000). Relatively high average value of shear 
strength can be partly explained by interwoven tissue, 
while specimens with straight grain and tangential ori-
entation reached tremendously low strength. Breaking 
of some samples immediately after loading had also to 

be taken into consideration and therefore a substantial 
number of samples had to be eliminated from further 
assessment. Much of fractures had been initiated dur-
ing the drying process, which was confirmed by re-
search on drying of this material (Gorišek and Straže, 
2014). Some fractures were only observed at micro-
scopic level, so that only 30.0 % to 56.9 % of dried 
xylite can be used for further manufacturing.

Shear modulus 
Modul smicanja

G, GPa

Shear strength
Čvrstoća na smicanje

t, MPa

Hardness 
Tvrdoća
HB, MPa

Average 4.4 30.1 91.7
No.of samples 16 16 20

St.dev. 1.31 10.05 18.7

C.V: 29.6 33.4 20.4

Min. 2.3 12.5 57.9

Max. 6.2 40.7 118.3

Table 2 Average values and basic statistics for shear modulus (G), shear strength (t) and hardness (HB) of 
xylite
Tablica 2. Prosječna vrijednost i osnovna statistika modula smicanja (G), čvrstoće na smicanje (t) i 
tvrdoće (HB) ksilita

It was interesting to observe the relation between 
density of xylite and its shear strength. Density had a 
negative impact on shear strength (Fig. 3), while the 
influence of density on hardness was positive with high 
prediction strength of fitted linear regression model 
(Fig. 4). 

The latter result was expected due to the con-
firmed presence of highly collapsed cells in xylite, with 
positive impact on its density (Gorišek and Straže, 
2013). On the other hand, densification is presumably 
not the only consequence of collapsing, but also rup-
turing of the structure with the resulting reduction in 
strength, determined by shear tests. Higher density was 
also observed when xylite contained more soil or min-

eral inclusions. Generally, they are arranged in series 
with relatively great influence on shear strength reduc-
tion.

4  CONCLUSIONS
4.  ZAKLJUČAK

Long time influence of geological and biochemi-
cal factors on wood during its conversion into xylite is 
reflected not only on its structure but also on its me-
chanical properties. 

The quality of mechanical properties of xylite 
was just slightly lower than the quality of mechanical 
properties of wood from which it originated. The high 

Figure 3 Influence of density on shear strength of xylite 
Slika 3. Utjecaj gustoće na čvrstoću smicanja ksilita
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density of xylite would presumably increase its me-
chanical properties. The results do not confirm this, 
since higher density of xylite is also caused by the 
presence of mostly bound water and frequently col-
lapsed structure. MOE and MOR of xylite is likely to 
be reduced by temperature just as MOE and MOR of 
many current wood species of similar density.

Due to densification, xylite is characterized by 
high hardness. Great variability in shear strength is 
mainly attributed to structural and chemical changes. 
Namely, during the process of carbonization, polyoses 
are subject to major changes with significant influence 
on bonding between cellulose and matrix. The conse-
quences are visualized as typical brittle fracture of xy-
lite.

Additionally, the use of xylite is recommended in 
places not exposed to dynamic loading.
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